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Product Name

Redispersible Polymer Powder
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Test item Unit Specification Test result
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Appearance White to beige, White to beige,
AU flowing powder flowing powder

Ash content

I 5y % 1242 12.8
Bulk density
A 2 Kg/m3 525475 546
Average particle
diameter(D50) um 100£20 80
T4 D50
pH i
PH & / 6.0-8.0 7.9
Fineness
A1 (300 mm %) " >5 0
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